
*  Values increase towards the outside
 Testing of material characteristics at room temperature.
 For exact values, please see the material characteristics table.

Compressive strength

Inner tensile strength

Tack

COMPARISON OF MATERIAL CHARACTERISTICS OF EGO BUTYL PRODUCTS 
FOR SPECIAL APPLICATIONS

EGOFORM
KNETDICHT

EGOBUTYL 240
CAR/ISO TAPE

EGOBUTYL 242
UNDERGROUND CONSTRUCTION TAPE

EGOBUTYL 243
COMPENSATION TAPE
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